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TECHNICAL DATA SHEET

SAE 5W40 ACEA C3

SUITABLE FOR USE

AP| SP
MB 229.31
VW 502.00/505.00

TYPICAL INSPECTIONS

Property

Color Eifa

Density at 20 deg C
thE

Viscosity at 40 deg C
40 & C Zh/

Viscosity at 100 deg C
100 J& C ZhE
Viscosity Index
FEFEE

Total Base Number
Al (E

Flash Point COC
PAKCRE

Pour Point

B

Unit

BB

kg/|

cSt

cSt

mg KOH/g

deg C

deg C

ACEA C3

MB 229.51

Test Method
M A

ASTM D 1500
ASTM D 4052

ASTM D 445

ASTM D 445

ASTM D 2270

ASTM D 974

ASTM D 92

ASTM D 97

2.5

12.5

170

7.0

200

Intertek

ok

MANAGEMENT
SYSTEMS

Min. &/ ME

BMW LL-04
MB 229.52

Specifications

Rt
Typical
3.0
Report

Max. HERIE

3.5

84.8

14.33

16.3

176

7.90

220

-35



