LONBO

HE E M

TECHNICAL DATA SHEET

SUITABLE FOR USE 7 Fj
AP| SP

TYPICAL INSPECTIONS

Property Unit
AL

Color BEE: -

Viscosity at 40 deg C cSt

40 & C Zh/E

Viscosity at 100 deg C cSt

100 J& C Zh

Viscosity Index -

FETEE

HTHS at 150 deg C cP

150 /& C mpimEa Y]

Total Base Number mg KOH/g

Al E

Cranking at-30 deg C cP

(DTS

Flash Point COC deg C

PAKCRE

Pour Point deg C

EE

Intertek

ok

MANAGEMENT
SYSTEMS

04

SAE 5W40 API SP

Test Method
M A

ASTM D 1500
ASTM D 445

ASTM D 445

ASTM D 2270

ASTM D 5481

ASTM D 2896

ASTM D 5293

ASTM D 92

ASTM D 97

Specifications

Min. &/ ME

2.5

12.5

170

3.5

7.0

200

Firg
Typical
3.0
84.8
14.33
176
3.8
8.38
6170

224

-38

Max. HERIE
3.5

16.3

6600

-35



